
Product Quality Inspection Report

Test items Test

standard
牌号 EPR27FS

Tensile Strength (MPa) IS0527
83.0

Elongation at break (%) IS0527
35.0

Constant deflection stress (MPa) IS0178
83.0

Impact
Strength

KJ/m2

Simply

supported

beam

gap IS0179
6.0

No
gap

IS0179
constant

The melt flow rate (g/10min) ISOU33
65.0

Heat distortion temperature
（℃/1.80MPa）

ISO75
70.0

Melting point（℃）
ISO11357

260.0

Flame retardancy 0.8mm UL94
V-2


